PHH Environmental (UK) Ltd Asbestos Register and Management Plan ** see tables 2.2 and 2.3 in Report for definitions

18 Gelli Fedi Rise, Brynna, Pontyclun. Survey Type > Management Initial Survey Date(s) > 26/09/2012
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2220AST5 External Under plastic soffits N/A No access No access 12LM  |NANA/NA| NA | NA NA | NA @ Reevalateifaccess | ,q7q
4-009 (Presumption) (Presumption) obtained
NGAROQ|2220AS75| e pj reas Ceilings ‘Artex' - 'Stipple’ | | oxured coalings & - Negative asbestos 5o, |NAINAINA| NA | NA | NA | NA | NoactionnotanACM | 26/09/12
0400-1 | 4-001 joint compound sample
NGARO 22208875 te Al areas Ceilings ‘Artex - ‘Stipple’ | 1extured coatings & |Negative asbestos| 5, NAINA/NA| NA | NA | NA | NA | Noactionnotan ACM | 26/09/12
0400-2 | 4-005 joint compound sample
. . Discounted
22if)£)8275 GF -Kitchen | Under side sinktop | Bitumen pad B't”me';g:::'”gs on material INo |NA/NA/NA| NA | NA | NA | NA | NoactionnotanACM | 26/09/12
(not sampled)
. . Discounted
2220AST5| ot kitchen Floor Cream sheet vinyl | | VC Viny! floor tiles & material 12SM | NA/NA'NA| NA | NA  NA  NA | NoactionnotanACM | 26/09/12
4-003 unbacked PVC flooring
(not sampled)
Cement - Fully comp Discounted Floor is wood
2220AST5| e Lol and lounge| N faminated Concrete flat sheet, tiles, slates material 20SM |NANA/NA NA | NA | NA  NA | NoactonnotanACM |  19/06/14 effect vinyl pieces,
4-004 flooring no tiles underneath
& boards (not sampled) .
just concrete
. . Discounted
2220AST5 | tr Bathroom Floor Beige sheet vinyl | | vC vinyl floor files & material 4SM  |NA'NA/NA| NA | NA | NA | NA | NoactionnotanACM | 26/09/12
4-006 unbacked PVC flooring
(not sampled)
2200AS75 Discounted
4-007 Roof space Under roof covering Sarking felt Bitumen roofing felts material 50SM NAINANA| NA NA | NA | NA | No action not an ACM 26/09/12
(not sampled)
. Discounted
2220AST5 External Lower brick work | Damp proof course | °'umen damp proof material 20lLM |NA/NA/NA| NA | NA | NA | NA | NoactionnotanACM | 26/09/12 Plastic
4-008 courses (not sampled)

* risk assessment required prior to work. Where 'Carry Out Repairs', 'Seal', 'Encapsulate' or 'Enclose’ is recommended, it is implicit that the ACM is also classified as 'Record, Manage and Monitor'. Annex Il - Page No 1




